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检测结果 (单位：mg/kg)
Test Results (Unit：mg/kg)

备注： (1) “—”= 未规定

Note： “—” = Does not stipulate
(2) 未检出(＜方法检出限)

N.D. = Not Detected (＜MDL)
(3) 最大允许极限值引用 RoHS 2011/65/EU及修订指令(EU)2015/863附录Ⅱ的要求

The most allowable limit value reference to RoHS Directive 2011/65/EU & (EU)2015/863 Annex Ⅱ

样品编号和照片：
Sample No. &Photo：

仅对报告照片中的样品负责
本页以下空白

Pony authenticate the photo on original report only
The page below is blank

检测项目 Test Item
CAS号

CAS Number
方法检出限

MDL
检测结果
Test Result

RoHS限量

RoHS Limit

邻苯二甲酸二(2-乙基)己酯 (DEHP) 117-81-7 50 未检出 N.D. 1000

邻苯二甲酸二丁酯（DBP） 84-74-2 50 未检出 N.D. 1000

邻苯二甲酸丁基苄基酯（BBP） 85-68-7 50 未检出 N.D. 1000

邻苯二甲酸二异丁酯（DIBP） 84-69-5 50 未检出 N.D. 1000
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检测流程图
Measurement Flow-chart

检测人员：杨博义 Tested by：Yang Boyi
审核人员：李晓丽 Checked by：Li Xiaoli
实验室负责人：李青 Person in charge of the lab：Li Qing
样品按照下述流程被完全消解（六价铬除外）。

These Samples Were Dissolved Totally By Pre-conditioning Method According To Below Flow Chart.
(Cr6+Test Method Excluded)

预处理 Sample Preparation

称量 Sample Measurement

铅/镉/汞 Pb/Cd/Hg 六价铬 Cr6+

微波消解仪/电热板酸消解
Acid digestion with
microwave/hotplate

过滤 Filtration

溶液 Solution 残渣Residue

完全溶解
Dissolve totally

AAS/ICP-OES

数据 DATA

非金属 Nonmetallic material 金属 Metallic material

沸水萃取
Boiling
water

extraction

过滤/调 pH
Filtration
and pH

adjustment

加入 1，5-二苯

碳酰二肼显色

Adding 1,5-
diphenylcarba
zide for color
development

UV-Vis

数据DATA

可溶性聚合物
Soluble polymer

加入消解液超声 Adding
digestion solution for

ultrasonic

不溶性/未知聚合物
Insoluble/Unknown polymer

加入消解液和甲苯
Adding digestion solution

and toluene

加热至 150~160℃
Heating to 150~160℃

冷却，分液 Cooling,
and separation

加入萃取液超声，萃取

Adding the extracted

solution for ultrasonic,

then extraction

过滤/调 pH
Filtration and pH

adjustment
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检测流程图

Measurement Flow-chart

检测人员：周国春 Tested by：Zhou Guochun
审核人员：李晓丽 Checked by：Li Xiaoli
实验室负责人：李青 Person in charge of the lab：Li Qing
样品按照下述流程被完全消解（多溴联苯/多溴二苯醚除外）。

These Samples Were Dissolved Totally By Pre-conditioning Method According To Below Flow Chart.
(PBBs/PBDEs Test Method Excluded)

预处理 Sample Preparation

称量 Sample Measurement

多溴联苯/多溴二苯醚 PBBs/PBDEs

溶剂萃取 Sample solvent extraction

浓缩/稀释 Concentration/ Dilution

过滤 Filtration

GC-MS

数据 DATA
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邻苯二甲酸酯类检测流程

Phthalate Flow Chart
检测人员：周国春 Tested by：Zhou Guochun
审核人员：李晓丽 Checked by：Li Xiaoli
实验室负责人：李青 Person in charge of the lab：Li Qing

***报告结束***

***End of Report***

预处理 Sample preparation

称量Weighing samples

样品有机溶剂提取 Extraction in organic
solvent

浓缩/稀释萃取液 Concentration /
Dilution of extraction

GC-MS分析

GC/MS analysis

数据

data
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